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London Metal Exchange Prices for the Month of September, 2014

(In'$) Aluminium A'“"\'I‘li:;“'" Copper Lead Nickel Tin ZINC NASAAC
Cash Buyer 2095.00 1991.77 6871.43 212132 | 1807227 | 2110591 | 2293.43 2248.27
Cash Seller & Settiement | 2104.77 1992.48 6872.23 212225 | 18079.32 | 2112455 | 2294.05 2251.34
Cash Mean 2099.89 1992.13 6871.83 212179 | 18075.80 | 2111523 | 229374 2249.81
3-months Buyer 2109.77 2022.84 6840.59 2131.61 18158.18 | 21120.91 | 2301.55 2277.68
3-months Seller 2119.55 2023.48 6841.43 2132.80 | 18171.82 | 2114432 | 2302.48 2285.55
3-months Mean 2114.66 2023.16 6841.01 2132.21 18165.00 | 21132.62 | 2302.02 2281.62

Source: LME

Prices for Non Ferrous Metals Scrap (Bombay Metal Market)

for the Month of September, 2014 (Rates Per kg. in %)

Copper Copper Brass Brass Aluminium
Heavy Scrap Utensil Scrap Utensil Scrap Sheet Cutting Utensil Scrap
. . 484.00 446.00 341.00 356.00 137.00
High Price of the month & date (02.09.2014) (01.09.2014) (17.09.2014) (18.09.2014) (09.09.2014)
Low Pri fth th & dat 474.00 438.00 334.00 345.00 133.00
ow FFrice ot the mon ate (25.09.2014) (22.09.2014) (22.09.2014) (30.09.2014) (10.09.2014)
Average Price of the month 479.24 441.44 337.52 351.72 135.08
(These are Basic Prices Exclusive of Excise Duty & Other Taxes) Source : BMIE

Price for Non Ferrous Metals, Virgin (Bombay Metal Market)

for the Month of September, 2014 (Rates Per kg. in %)

Copper Aluminium . i Nickel
Wire Bars Ingots Zinc Slab Lead Ingots Tin Slab Cathode
Hiah Price of the month & date 520.00 169.00 193.00 142.00 1580.00 1270.00
9 (01.09.2014) (26.09.2014) (03.09.2014) (13.09.2014) (02.09.2014) (06.09.2014)
Low Price of th th & dat 510.00 162.00 185.00 137.00 1520.00 1175.00
owrrice ofihe month & dale 1 (23.09.2014) | (20.09.2014) | (27.09.2014) | (26.09.2014) | (29.09.2014) | (29.09.2014)
Average Price of the month 515.52 165.12 189.64 139.12 1548.20 1235.96
(These are Basic Prices Exclusive of Excise Duty & Other Taxes) Source : BVIE
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